
ASTM E-119 TEST
Fire Ratings of Individual Masonry Elements
Fire Ratings of Masonry Assemblies
UL Ratings
Calculated Fire Resistance
Balanced Design
 

Masonry Fire Safety



ASTM E119



Fire Ratings

Assembly Rating (hours)

4” Clay Brick 1

4” CMU 1-2

4” Brick 4” CMU Composite 4

8” CMU 2  3  4



Fire Ratings
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The 
“Fireproof Party”



Fire Ratings TMS 216-07



Fire Ratings TMS 216-07



Masonry Advisory Council
1440 Renaissance Drive #340
Park Ridge, IL 60068
847-297-6704
Or visit
www.masonryadvisorycouncil.org

For More Information Contact


